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MEIQIBAO TOYS FACTORY 
CHENGHAI DISTRICT,SHANTOU CITY, 
GUANGDONG PROVINCE,CHINA 
 
 
The following samples were submitted and identified by/on behalf of the client as: 

Name of Product/Item : ENGINEERING VEHICLE SERIES 

Self-declared Style/Item No.   : 7777-01�ì 7777-02�ì 7777-03�ì 7777-04�ì 7777-05�ì 7777-06�ì 7777-07�ì

7777-08�ì 7777-09�ì 7777-10 

Requested Age Grading  : 3+ 

Sample Receiving Date   : MAY 29, 2012 

2nd Submission Date : JUN 18, 2012 

Testing Period   : MAY 29, 2012 TO JUN 21, 2012 

 
 

Test Requested Result 

1. As specified by the client, to determine certain phthalates content in the selected 
materials (see remark) of submitted sample with reference to U.S. Public Law 
110-314 - Consumer Product Safety Improvement Act of 2008 (CPSIA), Section 
108 and Its Amendments Public Law 112-28  

PASS 

2. As specified by the client, to determine phthalates of DIBP, DHP/DnHP content 
in the selected materials (see remark) of submitted sample  

SEE RESULT  
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SGS authenticate the photo on original report only 

 
 

*** End of Report *** 
 


